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Appearance

Solid low alkali E-glass beads with greenish color.

Chemical Composition (by weight)

Silica (S102) .eeveeeeiiiieeieeeeeee, 52-58%
Aluminum oxide (Al203) ............. 11~17%
Boron oxide (B203) ..................... 6~7%
Calcium oxide (CaO) ..........cceeuuuee. 18-25%
Magnesium oxide (MgO) .............. 0.5~1.0%
Sodium oxide (Na2O).................... <0.5%
Potassium oxide (K20)................... <0.02%
Iron Oxide (Fe203) ..c.ccovvvennnnnneeen. <0.5%
Physical Properties
Specific Gravity .......ccccceeveevvennenne 2.6 (g/ cm’)
Bulk Density of Dry Beads .......... 1.3 g per cm3 (77 1bs/ ft’)
pH in water @ 250C ...................... 6.2
Softening Temperature ................... 840-850°C
Index of Refraction .............ccuuue...e. 1.54-1.56 (np)

Coefficient of Thermal Expansion... 60x10-7/°C (30-300° ©)

Mechnical Properties

Hardness (Moh scale)..................... 7.5
Vickers Hardness (GPa) ................ 6.4
Compressive strength (MPa) ......... 382
Elasic Modulus (GPa) ................... 8.5

Electrical Properties

Dielectric Constant (1IMHz @20°C) 6.3
Loss Tangent (IMHz @20°C)........ 1.6%

Chemical Durability

Weight loss @ 90°C for 24 h in 5% HCI 0.3 mg/cm?
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